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Investigation of mode coupling in glass optical fibers and liquid-core optical fibers 
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Abstract: Mode coupling characteristics of step-index glass optical fibers and liquid-core optical fibers are obtained by three methods. Compared are the coupling length Lc where the equilibrium mode distribution is achieved and length zs where steady-state distribution is achieved. It is shown that optical fibers with same coupling coefficient can have much different coupling characteristics.
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Испитивање спрезања модова у стакленим оптичким влакнима и оптичким влакнима са течним језгром 
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Сажетак:  Карактеристике модалног спрезања код стаклених оптичких влакана и оптичких влакана са течним језгром и са степенастим индексом преламања испитиване су користећи три различита метода. Упоређене су дужине спрезања Lc  на којима настаје равнотежна расподела модова и дужине zs на којима настаје стационарна расподела модова. Показано је да оптичка влакна са истим коефицијентом спрезања могу имати доста различите карактеристике модалног спрезања. 
Кључне речи: Оптичка влана са степенастим индксом преламања; спрезање модова; дужина спрезања
