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Сажетак: Терапија очувања виталитета пулпе подразумева постављање медикамената на експонирано пулпно ткиво у циљу зарастања ране репараторним дентином и очувања виталитета коронарне или радиксне пулпе сталних зуба. Годинама су препарати на бази Ca(OH)2 служили као „златни стандард”. Репараторни дентин створен под дејством Ca(OH)2 је углавном неправилног облика са различитим дефектима, а сам материјал има слаба адхезивна својства. 

Следећи материјал који је уведен у праксу је минерал триоксид агрегат (МТА). Примена овог материјала довела је до побољшања терапије очувања виталитета пулпе. Недостаци овог материјала су дуго време везивања, тешка манипулација и пребојавање зуба.

Како би се превазишли недостаци МТА, осмишљени су нови препарати са биоактивним својствима. Биодентин је представник ових материјала, на бази калцијум силиката, који је и биокомпатибилно једињење. Биоактивност материјала огледа се у способности Биодентина да стимулише пролиферацију и диференцијацију мезенхималних ћелија, раст трансформишућег фактора раста Бета 1 (TGF-ß1) и секреторну активност одонтобластаЗахваљујући својим карактеристикама, овај материјал унапредио је терапију очувања виталитета пулпе у односу на материјале који су до сада познати као „златни стандард“.
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CHOOSING THE MATERIAL FOR VITAL PULP THERAPY – CALCIUM SILICATE BASED CEMENTS – POSTER PRESENTATION
Abstract: Vital pulp therapy involves placing medication on the exposed pulp tissue for the purpose of wound healing with reparatory dentin and preserving the vitality of coronary and radicular pulp of permanent teeth. For years, Ca(OH)2 based materials served as the "gold standard". Reparatory dentin induced by Ca(OH)2 is generally irregularly shaped with different defects, and the material has poor adhesion properties.

The next material that was introduced into practice is mineral trioxide aggregate (MTA). The application of this material led to improvements in vital pulp therapy. Disadvantages of this material are long setting time, heavy manipulation and staining of teeth.

In order to overcome the disadvantages of MTA, newer materials with bioactive properties were designed. Biodentine is a representative of these materials, based on calcium silicate, which is a biocompatible compound. The bioactivity of the material lies in the ability of Biodentine to stimulate the proliferation and differentiation of mesenchymal cells, the rise of the transforming growth factor beta 1 (TGF-ß1) and secretory activity of odontoblasts. Biodentine also shows good dentin adhesion and good marginal sealing. Thanks to its characteristics, this material has improved vital pulp therapy comparing to the materials that are so far known as the "gold standard".

Keywords: Biodentine, vital pulp therapy, calcium silicate, MTA, bioactivity

[image: image1.emf]

