ATOMSKA STRUKTURA GLEĐI ZUBA NAKON DJELOVANJA KSILITOLA 
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U radu je pomoću atomske mikroskopije (AFM) analizirana nanostruktura gleđi zuba nakon djelovanja ksilitola koji je prirodni zaslađivač i koji se koristi u zaštiti zubne gleđi od gaziranih napitaka.Kod AFM ispitivanja hrapavosti površina gleđi praćeno je devet parametara grupisanih u tri grupe: Kontrolna grupa, Stevija i Ksilitol. U svakoj od grupa praćena su tri parametra: Rk core, Rpk i Rvk. Za svaki od parametara izvršeno je 32 mjerenja. Prisustvo zubne gleđi u kontaktu sa ksilitolom u in vitro uslovima pokazuje manje izraženu hrapavost nastalu pod korozivnim svojstvima Coca Cole. Ksilitol pokazuju potencijal da kao zaslađivači u Cola napitcima može da prevenira  razvoj demineralizacije gleđi i potpomaže  njen opravak.
Ključne riječi: nagrizanje gleđi, ksilotol, atomska mikroskopija.


ATOMIC STRUCTURE OF TOOTH ENAMEL AFTER ACTIVITY OF XYLITOL 

Djordje Mirjanic (a), Vladan Mirjanic (b), Jovan Vojinovic (b)

A) Health Inspectorate of the Republic of Srpska, Banja Luka 
B) Faculty of Medicine, Department of Dentistry, University of Banja Luka
This paper with help of Atomic-force microscopy (AFM) analyzes the nanostructure of tooth enamel after the action of xylitol which is a natural sweetener and is used for protection of tooth enamel from carbonated beverages. With AFM examination of the roughness of enamel surface we have observed 9 parameters grouped into three groups: Control group, Stevia and Xylitol. In each of the groups, we have monitored three parameters: Rk core, Rpk and Rvk. For each of parameters we have performed 32 measuring. The presence of tooth enamel with contact of xylitol in vitro shows less pronounced roughness caused by corrosive properties of Coca-Cola. Xylitol as a sweetener in Cola drinks shows potential to prevent development of demineralization of enamel and helps its restoration.
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