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Сажетак: У раду су приказани резултати сопственог експерименталног истраживања скупљања бетона у функцији времена, те њихово поређење са вриједностима које се добијају примјеном домаће и европске регулативе. Резултати анализе показују да постоје одступања у вриједностима, које се добијају примјеном емпиријских израза дефинисаних примјеном BAB 87 и Еврокода 2, у односу на стварне, експериментом добијене вриједности. У том смислу, даје се ред величине уочених одступања, као и препорука за узимање у обзир конкретних утицајних параметара скупљања бетона, који нису обухваћени прописаним регулативама за бетон.
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IMPACT PARAMETERS ON CONCRETE SHRINKAGE
Abstract: The paper presents the results of own experimental research of concrete shrinkage in the time function, and its comparison with the values obtained by using domestic and European regulations. The results of the analysis show that there are deviations in values ​​obtained by using the empirical expressions defined by the application of BAB 87 and Eurocode 2, in relation to the actual, experimentaly obtained values. In that sense, the order of magnitude of the observed deviations is given, as well as the recomendation for taking into account the specific impacts on concrete shrinkage, which are not included in the regulations for concrete.
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